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Applicant: Xiamen Yangmeng Shangmao You Xian Gong Si

Address: Xiamenpianqu Baoshuiqu Xiangxingyilu 17hao B509, Xiamen, Fujian,China

Post Code:361006

Manufacturer: Quanzhou Teng Fei Bags Co., Ltd

Address of Manufacturer: NO.1112 Changfeng Street,Shangcun Community,Changtai Street,Licheng District,

Quanzhou,Fujian,Post Code:362005

Sample information provided by the applicant::

Sample Name: Backpack

Brand: UNIKER
Model No 20102O，20152O，20144O，20141O，20133O，20129O，20125O，20119O

Labeled Age Grading: Over 14 years old

Requested Age Grading: Over 14 years old

Age Group Applied in Testing: Over 14 years old

Sample Received Date: Aug.06,2021

Test Period: Aug.06,2021 to Aug.10,2021

Summary of Test Results

Test Request: Conclusion

1.Total Lead Content-U.S. Consumer Product Safety Improvement Act of 2008(CPSIA),Title
I,Section 101

Pass

2..As specified by client, with reference to Califormnia Proposition 65, to determine Cadmium
content on submitted sample.

Pass

3Phthalates Content-CPSC 16 CFR Part 1307 on the content of
DEHP,DBP,BBP,DINP,DIBP,DPENP,DHEXP,DCHP

Pass
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Test Result(s):

1.Total Lead Content-U.S. Consumer Product Safety Improvement Act of 2008(CPSIA),Title I,Section 101:

Test method:
1) Lead in paint and other similar surface coatings:
The test is conducted according to the US CPSC Standard Operating Procedurefor DeteminngLead(Pb)in Paint
and other Similar Surface Coatings,February 25,2011(CPSC-CH-E1003-09.1) 2) Lead in metals
The test is conducted according to the US CPSC Standard Operating Procedure for Determining TotalLead(Pb)in
Children's Metal Products (Including Chidren's Metal Jewelry),November 15,2012(CPSC-CH-E1001-08.3)
3)Lead in other non-metal materials including plastics,glass and leather material:
The test is conducted according to the US CPSC Standard Operating Procedure for Detemining Total Lead(Pb)in
Non-Metal Children's Products, November 15,2012 (CPSC-CH-E1002-08.3)

Test Items Unit MDL Limit
Result

Judge
A B

Lead (Pb) mg/kg 5 100 N.D. N.D. Pass

Test Items Unit MDL Limit
Result

Judge
C D

Lead (Pb) mg/kg 5 100 N.D. N.D. Pass

Test Items Unit MDL Limit
Result

Judge
E

Lead (Pb) mg/kg 5 100 N.D. Pass

2.Califormnia Proposition 65-Cadmium (Cd) content :

Test Methods：Refer to EN 1122:2001, analysis was performed by AAS.

Test Items Unit MDL
Result Client’s

Limit
Judge

A B

Cadmium (Cd) mg/kg 5 N.D. N.D. 100 Pass
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Test Items Unit MDL
Result Client’s

Limit
Judge

C D

Cadmium (Cd) mg/kg 5 N.D. N.D. 100 Pass

Test Items Unit MDL
Result Client’s

Limit
Judge

E

Cadmium (Cd) mg/kg 5 N.D. 100 Pass

3. CPSC 16 CFR Part 1307 on the content of DEHP,DBP,BBP,DINP,DIBP,DPENP,DHEXP,DCHP：

Test Method: With reference to CPSC-CH-C1001-09.4,by solvent extraction analysis was performed by (GC-MS).

Test Item CAS No. Unit MDL
Result

Limit Judge
A B

Dibutyl phthalate(DBP) 84-74-2 mg/kg 30 N.D. N.D. 1000

Pass

Benzylbutyl Phthalate(BBP) 85-68-7 mg/kg 30 N.D. N.D. 1000

Bis-(2-ethylhexyl)phthalate (DEHP) 117-81-7 mg/kg 30 118 N.D. 1000

Diisononyl Phthalate (DINP) 26761-40-0 mg/kg 100 N.D. N.D. 1000

Di-n-hexyl Phthalate(DHEXP) 84-69-5 mg/kg 30 N.D. N.D. 1000

Diisobutyl Phthalate(DIBP) 84-75-3 mg/kg 30 N.D. N.D. 1000

Di-n-Pentyl Phthalate(DPENP) 131-18-0 mg/kg 30 N.D. N.D. 1000

Dicyclohexyl Phthalate(DCHP) 84-61-7 mg/kg 30 N.D. N.D. 1000
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Test Item CAS No. Unit MDL
Result

Limit Judge
C D

Dibutyl phthalate(DBP) 84-74-2 mg/kg 30 N.D. N.D. 1000

Pass

Benzylbutyl Phthalate(BBP) 85-68-7 mg/kg 30 N.D. N.D. 1000

Bis-(2-ethylhexyl)phthalate (DEHP) 117-81-7 mg/kg 30 154 N.D. 1000

Diisononyl Phthalate (DINP) 26761-40-0 mg/kg 100 N.D. N.D. 1000

Di-n-hexyl Phthalate(DHEXP) 84-69-5 mg/kg 30 N.D. N.D. 1000

Diisobutyl Phthalate(DIBP) 84-75-3 mg/kg 30 N.D. N.D. 1000

Di-n-Pentyl Phthalate(DPENP) 131-18-0 mg/kg 30 N.D. N.D. 1000

Dicyclohexyl Phthalate(DCHP) 84-61-7 mg/kg 30 N.D. N.D. 1000

Note：

1. mg/kg=milligram per kilogram.

2. MDL=Method Detection Limit.

3. N.D.= Not Detected(<MDL).

4.The selection of test portions are strongly recommended by the client and the conclusiosn of chemical test are only for the

selected portions.
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The Photo(s) of Sample(s)
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*** Only responsible for the submitted samples ***

Sample Description List:

Sample Description Backpack

Sample A
Multicolor main fabric(Model.20102O)+Multicolor main

fabric(Model.20152O)+Multicolor main fabric(Model.20133O)

Sample B
Multicolor main fabric(Model.20141O)+Multicolor main

fabric(Model.20119O)+Multicolor main fabric(Model.20144O)

Sample C Multicolor main fabric(Model.20129O)+Multicolor main fabric(Model.20125O)

Sample D Black Buckle(Model.20102O/20152O)+Black rubber pull tail(Model.20102O/20152O)

Sample E
Black sandwich mesh(Model.20102O/20152O)

+ Black webbing(Model.20102O/20152O) +Green Lining(Model.20102O)

***End of Report***
This report is considered invalidated without the Special Seal for Inspection of the FJHJ. This report shall not be
altered, increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without
written approval of FJHJ, this report shall not be copied except in full and published as advertisement.


